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Abstract

The 3D structure of zinc arachidate (ZnA) LB multilayers transferred at different subphase pH has been studied using X-ray scattering and
FT-IR spectroscopy. The molecular packing in ZnA multilayers shows an unusually strong dependence on subphase pH, not observed earlier
in LB multilayers of divalent fatty acid salts. In all four polymorphic phases,�, �, � and� with characteristic 3D structures were observed
and in most cases, two or more phases were found to coexist. The�-phase, which corresponds to the largest alkyl chain tilt angle of∼32◦, is
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table over the complete range of subphase pH investigated and appears as a single phase at a subphase pH of∼6.5. It corresponds to a rotat
hase like ‘loose packing’ of molecules tilted at an angle of 32◦ with respect to chain axis, packed in a hexagonal layer cell. The su
acking changes from hexagonal to orthorhombic and the angle of tilt decreases from 32◦ (�-phase) to nearly 0◦ (�-phase) with increasin
H up to 7.4. The dominant phase at a pH of∼7.4 (�-phase) has a close packed herringbone structure. However at higher subphase

rotator like’ �-phase regains prominence. The interface morphology of different polymorphic phases is found to be unique, indep
he subphase pH at which the monolayers are transferred.
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. Introduction

Organic multilayers deposited by the Langmuir–Blodgett
LB) technique have been the subject of intense research due
o the rich variety of organized molecular layered structures
hey provide[1,2]. Long chain fatty acids and their divalent
rachidate/stearate metal salts such as cadmium arachidate
CdA) have been the most extensively studied LB systems
nd their 3D structure and molecular packing have been in-
estigated using a variety of techniques[3–10]. The molec-
lar packing in the divalent metal fatty acid salt multilayers
as been reported[5] to depend on the electronegativity of

he metal ion and in most cases, corresponds to the closed
acked structures proposed by Kitaigorodskii[11] for long

chain organic compounds. These structures are based
thorhombic, monoclinic and triclinic subcells in which
molecular chains are tilted at specific angles determine
sentially by the constraints of optimizing chain packing d
sity in the plane perpendicular to the chains. It has how
been reported[12] that zinc arachidate (ZnA) multilayers
not follow this trend, and the molecules pack in a disto
hexagonal layer cell with chains tilted at an angle of∼30◦
towards the nearest neighbour. In a subsequent study,
been shown by powder XRD studies, that ZnA multilay
transferred at different subphase pH consist of different t
of layered structures characterized by different bilayer p
ods and hence different chain tilt angles[13]. These observa
tions suggest that even in divalent fatty acid salt system
molecular packing arrangement in the transferred multila
and its dependence on subphase conditions is not comp
understood.

In the present work, the 3D structure of the polymorp
phases in ZnA multilayers transferred at nominal subp
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pH values ranging from 6.5 to 8.0 has been studied using X-
ray scattering and FT-IR spectroscopy techniques. Below a
subphase pH of 6.5, the multilayers consisted of a mixture of
arachidic acid and zinc arachidate molecules[13]. Hence a
pH range of 6.5–8.0 was chosen for the present investigations.

2. Experimental details

Zinc arachidate multilayers were made by the conven-
tional LB deposition technique using a KSV 3000 LB in-
strument. Arachidic acid (Aldrich, 99%) with HPLC grade
chloroform as solvent (1 mg/ml) was used to spread the
monolayer on Millipore ultrafiltered water subphase (re-
sistivity = 18.2 M� cm) containing ZnCl2 (concentration,
10−5 M). The subphase pH was adjusted to desired values
by adding dilute HCl, NaHCO3 and NaOH solution to the
subphase. The layers were transferred at a constant surface
pressure of 30 mN/m and at a substrate dipping speed of
3 mm/min. A total of 25 monolayers were transferred on
quartz and CaF2 substrates for all the studies, with unit trans-
fer ratio.

X-ray reflectivity measurements were carried out using a
Siemens D5000 diffractometer with Cu K� radiation. Three
types of scanning geometries; the longitudinalθ–2θ specular
s .3◦
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equation modified for refraction effect[14]. The correspond-
ing alkyl chain tilt angles were calculated using a value of
2.76 nm for the typical length of an arachidate molecule[2].

The specular reflectivity scan (Fig. 1(a)) for the ZnA mul-
tilayers transferred at a nominal subphase pH of 6.5 exhibits a
single phase layered structure with a bilayer period of 4.7 nm
(hereafter called�-phase). Increasing the subphase pH to 6.8
results in the formation of a two phase layered structure with
bilayer periods of 4.7 nm (�-phase) and 5.0 nm (hereafter
called�-phase), as seen inFig. 1(b). Similar reflectivity scans
were observed for multilayers transferred in the subphase pH
range of 6.8–7.2, except for small variations in relative inten-
sities of Bragg peaks corresponding to the two phases. The
reflectivity scan from multilayer transferred at a subphase pH
of 7.3 (Fig. 1(c)) still shows the coexistence of two different
layered structures but now with bilayer periods of∼4.7 nm
(�-phase) and∼5.3 nm (hereafter called�-phase). The ZnA
multilayer transferred at a subphase pH of 7.4 however shows
drastically different features. As shown inFig. 1(d), the dom-
inant phase in these multilayers has a period of 5.5 nm (here-
after called�-phase), together with very weak peaks corre-
sponding to�-phase. Multilayers transferred in the pH range

Fig. 1. Longitudinal specular (solid line) and off-specular (open circles)
scans for the ZnA multilayers transferred at subphase pH values of (a) 6.5,
(b) 6.8, (c) 7.3, (d) 7.4 and (e) 7.6, showing the different types of layered
structures present in ZnA multilayers.
can, the longitudinal offset scan (at an offset angle of 0)
nd transverse scan were used. A razor blade creates a
0.02 mm at the sample and results in 0.02◦ divergence o

he incident beam. The exit beam path consists of a solle
iF(1 0 0) monochromator and a NaI scintillation detecto

Grazing incidence X-ray diffraction (GIXD) studi
ere performed using synchrotron radiation of wavele
.155 nm at the Italian synchrotron source, ELETT
SAXS beamline). An asymmetrically cut Si(1 1 1) dou
rystal both selects and monochromatizes the 0.155 n
iation. A guard slit of size 2.0 mm× 0.05 mm (H×V) de-
nes the illuminated area on the sample surface. A 1D
lled detector, with an angular resolution of 0.05◦ was used
o detect the diffracted beam whose size was defined
.6 mm× 0.6 mm exit slit. The angle of incidence was k
lose to the critical angle for total reflection,∼0.3◦ and the
iffraction spectrum was studied in the range 10–60◦.

FT-IR studies were carried out on multilayers transfe
n CaF2 substrates using a Nicolet (Impact 400) instrum

. Results

The reflectivity scans (specular and off-specular) f
he ZnA multilayers transferred onto quartz substr
t different subphase pH are shown inFig. 1. In most
ases the multilayers exhibit two types of layered struct
orresponding to different bilayer periods, except for the m
ilayer transferred at a pH of∼6.5. The bilayer period, whic
s the average distance between two successive head g
an be determined from the peak positions by using the B
f
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Table 1
GIXR and GIXD results of ZnA multilayers transferred at different subphase pH (‘h’ and ‘r’ refer to hexagonal and rectangular 2D lattices, respectively)

Subphase pH Bilayer period (nm) from GIXR
(tilt angle,◦)

Intralayerd-values
(nm) from GIXD,
for prominent peaks
and their indexing

Phase

6.5 4.7 (32) – 0.45: (1 0) h �

0.22: (2 0) h
6.8 4.7 (32) 5.0 (26) 0.44: (1 1) r of R[±1, 0] or (1 0) h � + �

0.39: (0 2) r of R[±1, 0]
0.24: (1 3) r of R[±1, 0]
0.22: (2 2) r of R[±1, 0]

7.3 4.7 (32) 5.3 (18) – � + �

7.4 4.7 (32) 5.5 (∼5) 0.44: (1 0) h � + �

0.40: (1 1) r of R[0, 0]
0.36: (0 2) r of R[0, 0]
0.24: (2 0) r of R[0, 0]
0.21: (1 3) r of R[0, 0]
0.20: (2 2) r of R[0, 0]

7.6 4.7 (32) 5.0 (26) 0.44: (1 1) r of R[±1, 0] or (1 0) h � + �

0.37: (2 0) r of R[±1, 0]
0.23: (1 3) r of R[±1, 0]
0.22: (2 2) r of R[±1, 0]

of 7.4–7.5 show identical reflectivity behaviour. Increase of
subphase pH to 7.6 shows the re-emergence of�-phase to-
gether with the�-phase as seen inFig. 1(e). All the multi-
layers transferred up to subphase pH of∼8 exhibited similar
phase mixture, as seen at a pH of 7.6. The above results are
summarized inTable 1.

The longitudinal offsetθ–2θ scan which probes the
diffusely scattered intensity is also shown inFig. 1, together
with the specular reflectivity scans for all the multilayers.
The diffusely scattered intensity exhibits peaks at the Bragg
positions corresponding to all the polymorphic phases
in all the cases. This clearly indicates that the interface
morphological features are replicated along the vertical
growth direction, independent of the type of polymorph
present in the multilayer. The ratio of diffusely scattered
intensity to the specular intensity is however different
for the different polymorphs, indicating qualitatively that
the nature of interfaces at different polymorphs is not
identical.

In order to investigate the nature of interface morphology
at the different polymorphic phases in multilayers transferred
at different subphase pH values, transverse (ω) scans were
performed at high-order Bragg peak positions. The transverse
scans from the fourth-order Bragg peak positions correspond-
ing to the�-phase from ZnA multilayers transferred at all the
s d
a s
o tively,
h -
f h
i s
p f 7.4
a h
i f 6.8
a yer

transferred at subphase pH of 7.3 were identical. The interface
morphology is defined by the roughness, roughness correla-
tion in the plane of the interfaces and the nature of roughness
correlation between the interfaces along the growth direction.
The broad maxima observed for the�- and�-phases are typ-
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Fig. 2. Transverse scans at fourth-order Bragg peak position for the ZnA
multilayers corresponding to (a)�-phase, (b)�-phase, (c)�-phase and (d)
�-phase, showing the nature of interface morphologies at different phases.
ubphase pH values discussed above, the�-phase observe
t subphase pH values of 6.8 and 7.6, the�- and�-phase
bserved at subphase pH values of 7.3 and 7.4, respec
ave been plotted and are shown inFig. 2(a)–(d). The dif

usely scattered intensity distribution for the�-phase, whic
s present in all the multilayers and the�-phase, which i
resent in the multilayer transferred at a subphase pH o
re found to be nearly identical. Similarly, the�-phase, whic

s present in two of the multilayers (subphase pH values o
nd 7.6) and the�-phase, which is present for the multila
-4 -2 0 2 4

6.5

6.8
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ical of scattering behaviour observed in self-affine surfaces
which have an in-plane correlation length greater than the co-
herence length of the incident X-ray beam[15]. The scattered
intensity distribution from�- and�-phases however exhibit a
sharp transverse scan peak at the specular position in contrast
to �- and�-phases. Such peak shapes have been earlier ob-
served in case of liquid-crystalline polymer LB multilayers
and are modeled considering self-affine interfaces with a fi-
nite correlation length[16]. A more detailed analysis of these
features is presently in progress. The results however show
that the diffusely scattered intensity distributions are specific
to the polymorphs, suggesting that each of these polymorphs
have characteristic interface morphology, which does not de-
pend on the subphase pH at which the polymorphic phases
appear.

The intralayer molecular packing in ZnA multilayers
transferred at different subphase pH values was studied using
grazing incidence X-ray diffraction. The results are shown in
Fig. 3and the structural parameters obtained from these are
also summarized inTable 1. The diffraction pattern of a ZnA
multilayer transferred at a subphase pH of 6.5 (Fig. 3(a))
consists of a strong peak at 20.05◦ and a weak, broad peak at
41.55◦. The ZnA multilayer transferred at a subphase pH of
6.8 exhibits broad peaks at 20.05◦ and 22.95◦ along with some
weak over lapping peaks seen at∼40◦. A similar diffraction
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Fig. 3. GIXD patterns of ZnA multilayers transferred at subphase pH values
of (a) 6.5, (b) 6.8, (c) 7.3, (d) 7.4 and (e) 7.6, showing the intralayer structure
of ZnA multilayers.

ferred in the subphase pH range of 6.5–8.0, FT-IR spectra
exhibited absorption bands at∼1540 cm−1 corresponding to
asymmetric (COO−) stretching vibrations of the carboxylate
group and no peak at∼1700 cm−1 due to carbonyl stretching
of the carboxylic acid group was observed, indicating that
the multilayers were in pure arachidate (salt) form and not a
mixture of arachidic acid and arachidate salt.Fig. 4(a) and (b)
show that for the ZnA multilayers transferred at subphase pH
values of 6.5 and 6.8, the CH2 scissoring vibration exhibits a
single band at 1465 cm−1. However, for the multilayer trans-
ferred at a subphase pH of 7.3, the CH2 scissoring vibration
(Fig. 4(c)) shows a peak at 1470 cm−1 with a shoulder at
1459 cm−1. As the subphase pH is increased to 7.4, the
attern was observed for the ZnA multilayer transferre
subphase pH of 7.2. In contrast, the ZnA multilayer tr

erred at a subphase pH of 7.3 shows a featureless diffra
can (Fig. 3(c)), indicating a disordered in-plane structu
ig. 3(d) shows the diffraction pattern from multilayers tra

erred at a subphase pH of 7.4, which consists of three s
nd resolvable peaks at 20.55◦, 22.50◦ and 25.24◦ along with
eak peaks at∼38◦, 43◦ and 46◦. The diffraction pattern from

he multilayers transferred at a subphase pH of 7.6 (Fig. 3(e)),
owever, is quite similar to that of the multilayer transfer
t a subphase pH of 6.8 (Fig. 3(b)). The pattern exhibits
trong peak at 20.55◦ and weak peaks at 23.9◦, 40.4◦ and
2.4◦.

The molecular packing in ZnA multilayers has also b
tudied by FT-IR spectroscopy. The CH2 scissoring mod
f the alkyl chain is known to be sensitive to intermolec

nteractions and has been used to understand mole
acking in n-alkanes, fatty acids and their salts in b
rystal form[17] as well as in LB films[18,19]. It appear
s a singlet (∼1465 cm−1) when the molecular packin
orresponds to one molecule per unit cell, based on ob
r hexagonal 2D sublattices in the plane perpendicul

he chains. The scissoring band however splits due to c
eld effect to form a doublet (1462 and 1472 cm−1) for
rthorhombic subcell packing having two molecules
nit cell in herringbone arrangement, which is based
ectangular 2D sublattice in the plane perpendicular to
hains. The scissoring vibration band has been monitore
nA multilayers transferred on CaF2 substrates at differe
ubphase pH values and the results are shown inFig. 4. It
ay be mentioned here that for all the multilayers tra
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Fig. 4. FT-IR spectra of ZnA multilayers showing the CH2 scissoring vibra-
tion of ZnA multilayers transferred at subphase pH values of (a) 6.5, (b) 6.8,
(c) 7.3, (d) 7.4 and (e) 7.6, showing the nature of molecular packing in ZnA
multilayers.

CH2 scissoring vibration clearly splits to form a doublet at
∼1470 and∼1458 cm−1 (Fig. 4(d)). However, for a higher
subphase pH value of 7.6, the CH2 scissoring vibration again
appears as a singlet at∼1465 cm−1 in Fig. 4(e).

Table 2
Calculatedd-values (usingλ = 0.155 nm) for allowed in-plane reflections from 2 g

Layer packing type Layer cell (nm) Tilt angle (◦)

R[0, 0] a= 0.496;b= 0.742;γ = 90◦ 0 06
R[±1, 0] a= 0.557;b= 0.742;γ = 90◦ 27 22
R[0, ±1] a= 0.496;b= 0.785;γ = 90◦ 19 10

4. Discussion

The understanding of molecular packing in LB multilay-
ers has generally been on the lines of the work of Kitaig-
orodskii [11] on solid state structures of long chain organic
compounds. The orthorhombic subcell packing proposed by
Kitaigorodskii is among the frequently observed packing ar-
rangements in LB multilayers which is also referred to as
herringbone packing in which the orientation of the zig-zag
or long axis of adjacent rows of molecules alternates to facili-
tate close packing of alkyl chains.Table 2summarizes the pa-
rameters for some of the close packed arrangements based on
orthorhombic subcell packing. The ideal close packed struc-
ture R[0, 0] corresponds to a stacking of chains perpendicular
to the layer plane, while there are two other close packed ar-
rangements with molecular chains tilted by specific angles
towards specific directions.

The reflectivity scan shown inFig. 1(a) for the ZnA mul-
tilayer transferred at a subphase pH of 6.5 consists of a lay-
ered structure characterized by a bilayer period of 4.7 nm,
which corresponds to a chain tilt angle of∼32◦ (�-phase).
The corresponding GIXD pattern inFig. 3(a) shows a strong
low-order peak. The existence of a single low-order GIXD
peak as well as the appearance of the CH2 scissoring band as
a singlet indicates that the intralayer molecular packing in the
Z IXD
p s of a
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c ea of
0 f
m yers
o ures
c lka-
n

6.8,
t cor-
r or-
r tilt
a
m
s
i
l tilt
a ay
b ttice
( ction
o he
D layer cells, based on Kitaigorodskii’s[11] orthorhombic (R) subcell packin

d (nm)

(1 1) (0 2) (2 0) (1 3) (2 2)

0.412 0.371 0.248 0.221 0.2
0.445 0.371 0.279 0.226 0.2
0.419 0.393 0.248 0.231 0.2

nA multilayer is based on a hexagonal layer cell. The G
eaks can thus be indexed as (1 0) and (2 0) reflection
exagonal lattice with a lattice constant of 0.51 nm, wh
orresponds to an unusually large mean molecular ar
.23 nm2. As discussed in an earlier report[20], this type o
olecular packing has not been observed in LB multila
f divalent fatty acid salts but such loosely packed struct
alled ‘rotator phases’ are known to exist in long chain a
es at higher temperatures[21].

For the ZnA multilayer transferred at a subphase pH of
he reflectivity scan shows the dominance of Bragg peaks
esponding to the�-phase along with weak Bragg peaks c
esponding to�-phase which is characterized by a chain
ngle of∼26◦. The GIXR and GIXD results ofFig. 2(b), sum-
arized inTable 1, when compared with the data inTable 2

how that the two low-order peaks at 20.05◦ and 22.95◦ can be
ndexed as the (1 1) and (0 2) reflections of the R[±1, 0] type
ayer packing, respectively, which is characterized by a
ngle of 27◦ towards the nearest neighbour direction. It m
e noted that the (1 1) reflection of the 2D rectangular la
�-phase) in this case almost overlaps with the (1 0) refle
f the 2D hexagonal lattice (�-phase), which dominates t
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intralayer structure in this case. The large difference in the
intensities of the peaks at 20.05◦ and 22.95◦ is attributed to
the presence of overlapping peaks due to�- and�-phases.
The broad hump around 40◦ appears to be a mixture of weak
broad peaks which may be attributed to (2 0) reflection of the
hexagonal lattice (�-phase) and (1 3) and (2 2) reflections of
the rectangular lattice (�-phase), as all these peaks are ex-
pected in this range. The overall dominance of the�-phase
over the�-phase shown by both GIXR and GIXD results
is supported by the singlet in the scissoring vibration band
(Fig. 4(b)), as the�-phase which is being attributed to R[1, 0]
orthorhombic subcell packing, is expected to split the scis-
soring band. Another possible reason for the presence of a
scissoring band singlet could be that the tilted alkyl chains in
�-phase do not retain their ‘herringbone’ character.

In the case of ZnA multilayer transferred at a subphase
pH of 7.3, the reflectivity scan again clearly exhibits two
types of coexisting layered structures with bilayer periods of
∼4.7 and∼5.3 nm, which are attributed to the�-phase and a
new�-phase, the later characterized by a tilt angle of∼19◦.
However, in this case, the corresponding GIXD pattern does
not show any in-plane diffraction peak, indicating the ab-
sence of long range intralayer order. It is however noted from
Table 2that the tilt angle of∼18◦ corresponds to another
close packed structure R[0,±1]. Although the GIXD pattern
i g to
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t
a
a cell
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i e
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packing with two molecules per unit cell. These results show
that in the case of ZnA multilayer transferred at a subphase
pH of 7.4, the dominant phase has a close packed molecular
packing similar to that usually observed in LB multilayers of
divalent fatty acid salts like CdA and PbA.

For the ZnA multilayers transferred at a subphase pH of
7.6, the reflectivity scan (Fig. 1(e)) is similar to that observed
in the case of subphase pH of 6.8 (Fig. 1(b)). The dominant
layered structure corresponds to a chain tilt angle of∼32◦
along with another layered structure with a chain tilt angle of
∼25◦. The GIXD pattern for this multilayer shown inFig. 3(e)
also exhibits features similar to that inFig. 3(b), as can be
seen fromTable 1. Hence in this case too, the phases present
are identified as� and�.

The dependence of the 3D structure of various phases
appearing in ZnA multilayers at different subphase pH
values reveals an interesting pattern. Towards the lower
and higher ends of subphase pH range investigated, the 3D
structure tends to acquire a relatively less dense, rotator
phase like molecular packing. Between the two extremes of
the subphase pH range investigated, different 3D structures
corresponding to close packed arrangements based on
orthorhombic subcells, but with alkyl chains tilted from
the layer normal, proposed by Kitaigorodskii, appear. In
a very narrow subphase pH range∼7.4, the ideal close
p not
b ence
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Z the
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n this case does not show any features, it is interestin
ote that the corresponding scissoring vibration band t

o split (Fig. 4(c)) and exhibits a main peak at 1470 cm−1

long with a weak shoulder at∼1459 cm−1. As explained
bove, the splitting is characteristic of orthorhombic sub
acking and the nature of the scissoring vibration ban

his case justifies the attributing of�-phase to R[0,±1]
rthorhombic subcell packing.

The ZnA multilayer transferred at a subphase pH of
owever shows a drastically different behaviour compar

he above mentioned cases. The reflectivity scan (Fig. 1(d))
xhibits the dominance of a layered structure with a bil
eriod of∼5.5 nm (�-phase) along with very weak and bro
ragg peaks corresponding to the�-phase. The bilayer perio
f 5.5 nm shows that the arachidate molecules in this cas
acked nearly perpendicular to the layer plane. In the c
ponding GIXD pattern, out of the three low-order peaks
eaks at 22.50◦ and 25.24◦ correspond tod-values of 0.40 an
.36 nm, which nearly match with the corresponding va

or (1 1) and (2 0) reflections of the R[0, 0] structure. T
eak at 20.55◦ can again be indexed as the (1 0) reflec
f the hexagonal lattice corresponding to a lattice con
f 0.5 nm, and attributed to the�-phase, which is the weak
omponent in this case. Based on the above, we attribu
-phase to the ideal close packed herringbone structure
] which consists of arachidate molecules packed in her
one arrangement in a rectangular layer cell with their c
xis nearly perpendicular to the layer plane. The corresp

ng FT-IR spectrum shown inFig. 3(d) strongly supports th
IXR and GIXD results as the scissoring vibration band
ibits a clear doublet characteristic of orthorhombic sub
acked herringbone structure dominates, which has
een reported in ZnA multilayers earlier. Such depend
f 3D structure on subphase pH has not been report
ivalent fatty acid salt LB multilayers. These results
nA multilayers point towards the limited nature of
orrelation between metal ion electronegativity and
olecular packing in multilayers of divalent fatty acid sa
he exhibition of polymorphic phases is possibly due to
omplex zinc ion hydrolysis equilibria at different values
ubphase pH existing in the monolayer on water surface
ts effect on the structure of the transferred multilayer.

. Conclusions

The 3D structure of ZnA multilayers has an unusu
trong dependence on subphase pH, at which the mono
re transferred. The�-phase corresponding to the largest a
hain tilt angle of∼32◦, appears as a single phase around
ubphase pH of 6.5 and is found to be stable over the com
H range (6.5–8.0) investigated. The other phases, nam�,
and� appear only in certain ranges of subphase pH. In a
arrow subphase pH range∼7.4, the�-phase correspondin

o the ideal close packed herringbone structure dominat
ay scattering studies show that the polymorphic phases
haracteristic interface morphological features, indepen
f the subphase pH at which the phase appears.
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