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Abstract. An experimental study of proximity effect in La0.67Sr0.33MnO3–
YBa2Cu3O7–La0.67Sr0.33MnO3 trilayers is reported. Transport measurements on these
samples show clear oscillations in critical current (Ic) as the thickness of La0.67Sr0.33MnO3

layers (dF) is scanned from ∼50 Å to ∼1100 Å. In the light of existing theories of
ferromagnet–superconductor (FM–SC) heterostructures, this observation suggests a long
range proximity effect in the manganite, modulated by its weak exchange energy (∼2
meV). The observed modulation of the magnetic coupling between the ferromagnetic
LSMO layers as a function of dF, also suggests an oscillatory behavior of the SC order
parameter near the FM–SC interface.
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1. Introduction

The interplay between superconductivity (SC) and ferromgnetism (FM) in FM–SC
heterostructures leads to some interesting physical phenomena, one of which is the
observed non-monotonic dependence of transition temperature Tc [1–6] and critical
current Ic [7,8] on the thickness of ferromagnetic layer (dF). Theoretically, such sys-
tems are treated as a boundary value problem, solving the Usadel equations [9] for
anomalous Green’s functions on both sides of the FM–SC interface. The pioneer-
ing work of Radovic et al [10] using this formalism, has successfully reproduced the
non-monotonic behavior of Tc in FM–SC multilayers [1–3] and SC–FM–SC trilayers
[2]. Similar calculations by Buzdin et al [11] have revealed an oscillatory nature
of Josephson current across a ferromagnetic spacer. However, the Radovic–Buzdin
(RB) theory, which relies on competing ‘0’ and ‘π’ phase coupling between adjacent
superconducting layers to explain the non-monotonic nature of Tc and Ic, cannot
be applied to systems where there is only one SC layer in contact with a ferromag-
netic film such as the FM–SC–FM trilayer and FM–SC bilayer structures. Another
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restricted point of the RB theory is the assumption of perfect transparency of the
FM–SC interface. Recently, these issues have been addressed using more realistic
boundary conditions [12–14]. In general, the microscopic basis of these theories is
the formation of a Larkin–Ovchinnikov–Fulde–Ferrel (LOFF)-like [15,16] inhomo-
geneous SC-state at the FM–SC boundary [17].

On the experimental scenario, there are increasing number of reports [1–6] on
the oscillating nature of Tc(dF) although negative results [18] and different inter-
pretations [19] have also been reported in some cases. A more sensitive way of
addressing this issue is the measurement of critical current Ic(dF) through the FM–
SC interface. Such studies [7,8] have unambiguously established the existence of an
oscillating order parameter. However, these results are explained on the basis of
π-phase coupling between two superconducting layers. In this paper, we report
the observation of oscillating critical current in FM–SC–FM trilayer structures
where the concept of π-coupling does not apply altogether. Unlike the itinerant
ferromagnet-weak coupling BCS superconductor-based structures, the constituents
in the present case are exotic, showing localized spin ferromagnetism and a highly
anisotropic superconducting order parameter. This first-time observation of an
oscillating Ic in such a system is remarkable.

2. Experimental results

2.1 Magnetic behavior of the LSMO boundary

We have studied a series of high quality trilayer structures in FM–SC–FM geometry
with a ∼100 Å superconducting YBa2Cu3O7 (YBCO) layer sandwiched between
ferromagnetic La0.67Sr0.33MnO3 (LSMO) layers, prepared by pulsed laser ablation
on single crystal SrTiO3 substrates. Thickness of the LSMO layers (dF) were varied
from ∼50 Å to ∼1100 Å. Details of film growth are described elsewhere [20]. The
suitability of the CMR manganite high-Tc superconductor combination for epitaxial
growth is also well-established in the literature [21–24].

The magnetic nature of the LSMO layers as a function of thickness was estab-
lished from transport and magnetization measurements. figure 1 shows the resis-
tivity (ρ(T )) of few representative LSMO thin films in the temperature range of 2
K and 370 K. Resistivity of these films at room temperature is low (∼2 mΩ cm),
and remains metallic down to 2 K. The paramagnetic metallic phase above the
Curie temperature (TCurie) [25] which transits to a ferromagnetic metallic phase at
T < TCurie, is clearly identifiable in all films. The ordering temperature acquires
the near bulk value (∼350 K) in films thicker than 200 Å, while thinner films show
a slight drop in TCurie, consistent with earlier measurements on ultra-thin LSMO
films [26]. We have estimated the ferromagnetic exchange energy by fitting the
1000 Oe field-cooled Ms(T ) measurements (shown in figure 1) to the Bloch relation
Ms(T )/Ms(0) = 1 − AT 3/2. Here A = (C/S)(kB/2EexS)3/2, where S is the total
spin per Mn ion in LSMO and C is the Bloch constant with a value 0.059 for a
cubic lattice [27]. All trilayer samples were rigorously checked for simultaneous oc-
currence of superconductivity and magnetism, using magnetization and transport
measurements [20].
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Figure 1. Resistivity (ρ (T )) of LSMO films deposited on STO in the tem-
perature range of 2–370 K. Thickness of the films varies from 100 Å to 350
Å. Inset: The 1000 Oe field-cooled magnetization of single layer LSMO films
of thickness ranges from 50 Å to 1100 Å. In all cases the magnetic field was
applied in the plane of the film. The solid lines are fits to the Bloch relation
(see text for details). Curie temperatures have been marked by the arrows.

2.2 Transition temperature

The superconducting transitions as seen in ρ(T ) measurements on various trilayers
are presented in the inset of figure 2. The one-step transitions seen in this inset
exclude the possibility of any metallurgical activities between LSMO and YBCO,
which would otherwise lead to the formation of a degraded phase of YBCO at
the interface, with lower Tc. The transition temperature Tc(dF) of the trilayers
normalized with respect to the Tc of a trilayer with only 50 Å LSMO on both sides
of YBCO is plotted in figure 2 as a function of dF. The Tc(dF) has been defined
as the temperature at which the sample resistance reaches half the extrapolated
normal state resistance. Figure 2 also shows the variation of exchange energy (Eex)
extracted from the M(T ) data of figure 1 with dF. The calculated value of Eex in
the thick limit (∼2 meV) is in good agreement with the results obtained directly
from ferromagnetic resonance measurements on similar films [28]. The decay of Tc

with dF in figure 2 is primarily monotonic except for the appearance of a plateau
in the neighborhood of dF ∼ 450 Å. The absence of oscillations in the Tc(dF)
curve suggests a limited transparency of the FM–SC interface. In spite of the near
perfect lattice matching between LSMO and YBCO some uncontrollable factors,
like the Fermi-velocity mismatch between the two materials in contact may lead to
a smearing of the Tc(dF) oscillations [13].

2.3 Critical current

The critical current Ic(dF) was measured in a standard four-probe geometry, as
shown in a sketch in figure 3a. Although in the normal state both LSMO and
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Figure 2. Superconducting transition temperature (Tc) of trilayers, normal-
ized with respect to Tc of a 100 Å YBCO in LSMO–YBCO–LSMO trilayer,
is plotted (on right y-axis) with thickness (dF) of LSMO boundaries. The
exchange energies of the corresponding single layer LSMO films (calculated
from the fittings in the inset of figure 1) is plotted on the left y-axis. The solid
lines are only guides to the eyes. Inset shows the resistive transitions of the
trilayers into the superconducting state as a function of temperature.

YBCO layers act as parallel conducting channels for the current, in the supercon-
ducting state current is preferentially directed into the YBCO. However, owing to
the small thickness of the superconducting channel in our trilayers and the induced
superconducting order at the boundary, the proximally important interface region
of the FM layers (shaded portion at the LSMO–YBCO interface, shown in the
sketch of figure 3a) also contributes to the flow of supercurrent. Clearly, as the
YBCO thickness is fixed in all cases, magnitude of Ic is expected to reflect the rel-
ative amplitude of the pair-wave function in different samples. The critical current
Ic has been extracted from the measurements of current–voltage characteristics, as
shown in the inset of figure 3b for a trilayer with dF ∼ 350 Å. In figure 3a, we show
the Ic of all trilayers as a function of temperature. The behavior of Ic is clearly
non-trivial as the thickness of LSMO boundaries in these heterostructures is varied.
The same data have been plotted as isothermal curves at several temperatures as
a function of dF in figure 3b. The behavior of Ic is most certainly oscillatory with
an average period of ∼250 Å and more than an order of magnitude change in
current between the maxima and minima. Theoretically, this period corresponds
to the distance over which the induced pair wave function changes its phase by π
according to the relation (π�vF/Eex) [17]. Assuming a LOFF-like picture for the
current situation and using the measured exchange energy (2 meV), we obtain a
Fermi velocity vF ∼ 2.4 × 106 cm/s, which is somewhat different from the value
(∼7.4×107 cm/s) derived from band structure calculations [29]. This discrepancy
might be a reflection of the large uncertainty involved in determining the value of vF

for CMR manganites from band structure calculations, due to strong hybridization
effects of Mn-d and O-p bands.
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Figure 3. (a) In-plane critical current (Ic) of LSMO–YBCO–LSMO trilayers
plotted as a function of temperature. Inset is a sketch of the measurement
geometry. The shaded portions at the YBCO–LSMO interfaces are the in-
homogeneous superconducting regions which contribute to the overall critical
current of the system. (b) The data of panel (a) have been re-plotted as Ic(dF)
isotherms at several temperatures. Inset shows the IV curves of a trilayer with
dF ∼ 350 Å at temperatures 5, 10, 20 and 30 K. Arrows indicate the critical
current Ic.

2.4 Magnetic coupling

To further verify the oscillating nature of Ic(dF), we conducted DC-magnetization
measurements where diamagnetic supercurrents are intrinsically generated inside
the YBCO layer in response to the applied magnetic field. These measurements
were performed with an in-plane field geometry which produces the screening
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Figure 4. Panels (a) and (b) show the last two quadrants of zero-field-cooled
hysteresis curves at 100 K and 10 K respectively. All measurements were
carried out with a field-in-plane geometry. The inset in panel (a) compares
the antiferromagnetic coupling field HAF (indicated by arrows in some cases)
at temperatures 10 K and 100 K, as a function of the thickness of LSMO
boundary (dF). The solid lines in the inset are only guides to the eyes.

currents along the cross-section of the trilayers. The diamagnetic moment of this
induced current acts as an opposing field which suppresses the effective magnetic
field felt by the LSMO layers. Therefore, a change in the induced current (equiv-
alently the diamagnetic moment) should be detectible from the magnetic coupling
behavior of the LSMO boundaries. Zero-field-cooled magnetization measurements
on our trilayer samples revealed a clear region of antiferromagnetic coupling between
the moments of the top and the bottom LSMO layers at low fields (<200 Oe), as
manifested by a plateau in the magnetization curve. Figure 4a shows the last two
quadrants of the hysteresis loops measured at 100 K, where the YBCO is still in
the normal state. The antiferromagnetic coupling field (HAF) extracted from the
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M–H loops at 100 K is found to be the same (30±5 Oe) for all samples. Panel (b)
of figure 4 shows the magnetization measured at 10 K. Here the ferromagnetic con-
tribution of the LSMO layers is superimposed on the strong diamagnetic moment of
YBCO. However, the plateau arising from antiferromagnetic coupling between the
LSMO layers is still observable. Furthermore, in clear contrast to the data at 100
K, the coupling field HAF in this case is oscillatory with dF, as shown in the inset
of figure 4a. The oscillatory behavior appears to be a signature of the modulation
of screening critical currents. Most interestingly, the period of oscillation in this
case is found to be ∼200 Å, which is close to the period (∼250 Å) obtained earlier
from transport Ic(dF). The large range of proximity effect seen here is consistent
with the results of Kasai et al [30], who have reported a measurable supercurrent
across YBCO–LSMO–YBCO trilayer junctions with LSMO spacers of the order of
1000 Å.

3. Discussion

As already mentioned, the current observations can not be explained on the basis of
π-phase coupling, since here we have only one superconducting layer. This difficulty
has been addressed by more recent theories [12–14], predicting similar oscillations in
heterostructures consisting of a single superconducting layer. We, however, realize
the difficulty in mapping the current situation onto these theories which have been
developed assuming the s-wave symmetry of the superconductors order parameter.
On the other hand, there is overwhelming experimental evidence for a d-wave pair-
ing symmetry in YBCO, with pair transport along the c-axis occurring only via
Josephson tunneling. However, a few points independent of the symmetry of the
order parameter can be picked up for a qualitative analysis. The non-monotonic
changes in the superconducting properties with dF can be understood from the
predicted [31] non-monotonic drop in the pair-amplitude at the FM–SC interface,
constrained by a maximum at the outer boundary of the ferromagnet. When a
node (minimum) of the pair wave function appears at the FM–SC interface, the
Cooper pairs entering the ferromagnet die quickly. On the other hand, an antinode
at the interface provides better chances of survival for the Cooper pairs. Thus, the
appearance of nodes and antinodes at the interface should manifest as a minimum
and maximum in Tc(dF) and Ic(dF) curves.

The exact mechanism by which the supercurrent is continued as a quasiparticle
current in an adjacent ferromagnetic layer is not yet known. However, the zero
energy Andreev bound states, believed to be the origin of zero-bias conductance
peaks (ZBCP) observed in HTSC, might play a role here. Kasiwaya et al [32,33]
have shown that such bound states may lead to a spontaneous quasiparticle current
across a ferromagnet dx2−y2-wave superconductor junction depending on the phase
of order parameter at the interface, when the interface is perpendicular to the ab-
plane. Interestingly, the ZBCP is also seen in LSMO–YBCO junctions where the
granularity of the c-axis oriented YBCO leads to sampling of the ab-plane Andreev
bound states [34].
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4. Conclusions

In conclusion, we have observed clear oscillations in critical current of LSMO–
YBCO–LSMO trilayers as a function of the LSMO thickness. The period of oscil-
lation was found to be large (∼200 Å). This non-monotonic behavior appears to
be a manifestation of the LOFF-like oscillatory superconducting order parameter
near the FM–SC interface in the limit of weak exchange energy (Eex � kBTc). The
magnetic coupling behavior of the LSMO boundaries also points towards similar
results. To our knowledge, this is the first observation of oscillatory critical current
as a function of dF in a manganite–cuprate heterostructure.
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[3] J S Jiang, D Davidovic, D H Reich and C L Chein, Phys. Rev. Lett. 74, 314 (1995)
[4] L Lazar, K Westerholt, H Jabel, L R Tagirov, Yu V Goryunov, N N Garif’yanov and

I A Garifullin, Phys. Rev. B61, 3711 (2000)
[5] Y Obi, M Ikebe and H Fujishiro, Phys. Rev. Lett. 94, 057008 (2005)
[6] K Zhao, Y H Huang, J F Feng, Li Zhang and H K Wong, Physica C418, 138 (2005)
[7] V V Ryazanov, V A Oboznov, A Yu Rusanov, A V Veretennikov, A A Golubov and

J Aarts, Phys. Rev. Lett. 86, 2427 (2001)
[8] Y Blum, A Tsukernik, M Karpovski and A Palevski, Phys. Rev. Lett. 89, 187004

(2002)
[9] K D Usadel, Phys. Rev. Lett. 25, 506 (1970)

[10] Z Radovic, M Ledvij, L D Grujic, A I Buzdin and J R Clem, Phys. Rev. B44, 759
(1991)

[11] A I Buzdin, M Yu Kupriyanov and B Vujicic, Physica C185, 2025 (1991); Sov. Phys.
JETP 74, 124 (1992)

[12] M G Khusainov and Yu N Proshin, Phys. Rev. B56, R14283 (1997)
[13] L R Tagirov, Physica C307, 145 (1998)
[14] Ya V Fominov, N M Chtchelkatchev and A A Golubov, Phys. Rev. B66, 014507

(2002)
[15] A I Larkin and Yu N Ovchinnikov, Sov. Phys. JETP 20, 762 (1965)
[16] P Fulde and R A Ferrel, Phys. Rev. 135, A550 (1964)
[17] E A Demler, G B Arnold and M R Beasley, Phys. Rev. B55, 15174 (1997)
[18] P Koorevaar, Y Suzuki, R Coehoorn and J Aarts, Phys. Rev. B49, 441 (1994)
[19] Th Muhge, N N Garif’yanov, Yu V Goryunov, G G Khaliullin, L R Tagirov,

K Westerholt, I A Garifullin and H Zabel, Phys. Rev. Lett. 77, 1857 (1996)

274 Pramana – J. Phys., Vol. 69, No. 2, August 2007



Inhomogeneous superconducting state in LSMO–YBCO trilayer

[20] K Senapati and R C Budhani, Phys. Rev. B70, 174506 (2004); Phys. Rev. B71,
224507 (2005)

[21] G Jakob, V V Moshchalkov and Y Bruynseraede, Appl. Phys. Lett. 66, 2564 (1995)
[22] A M Goldman, V Vasko, P Kraus, K Nikolaev and V A Larkin, J. Mag. Mag. Matter.

200, 69 (1999)
[23] H-U Habermeir, G Cristiani, R K Kremer, O Lebedev and G van Tendeloo, Physica

C364, 298 (2001)
[24] V Pena, Z Sefrioui, D Arias, C Leon, J Santamaria, M Varela, S J Pennycook and

J L Martinez, Phys. Rev. B69, 224502 (2004)
[25] A Urushibara, Y Moritomo, T Arima, A Asamitsu, G Kido and Y Tokura, Phys. Rev.

B51, 14103 (1995)
[26] J Z Sun, D W Abraham, R A Rao and C B Eom, Appl. Phys. Lett. 74, 3017 (1999)
[27] C Kittel, Introduction to solid state physics, 7th edition (John Wiley and Sons, New

York, 1996)
[28] M Golosovsky, M Abu-Teir, D Davidov, O Arnache, P Monod, N Bontemps and R C

Budhani, J. Appl. Phys. 98, 084902 (2005)
[29] W E Pickett and D J Singh, Phys. Rev. B53, 1146 (1996)
[30] M Kasai, Y Kanke, T Ohno and Y Kozono, J. Appl. Phys. 72, 5344 (1992)
[31] Y A Izyumov, Yu N Proshin and M G Khusainov, Sov. Phys. Usp. 45, 109 (2002)
[32] S Kasiwaya, Y Tanaka, N Yoshida and M R Beasley, Phys. Rev. B60, 3572 (1999)
[33] S Kasiwaya and Y Tanaka, Rep. Prog. Phys. 63, 1641 (2000)
[34] Z Y Chen, A Biswas, I Zutic, T Wu, S B Ogale, R L Greene and T Venkatesan, Phys.

Rev. B63, 212508 (2001)

Pramana – J. Phys., Vol. 69, No. 2, August 2007 275



<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /None
  /Binding /Left
  /CalGrayProfile (Dot Gain 20%)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (U.S. Web Coated \050SWOP\051 v2)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Error
  /CompatibilityLevel 1.4
  /CompressObjects /Tags
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJDFFile false
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.0000
  /ColorConversionStrategy /CMYK
  /DoThumbnails false
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams false
  /MaxSubsetPct 100
  /Optimize true
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveDICMYKValues true
  /PreserveEPSInfo true
  /PreserveFlatness true
  /PreserveHalftoneInfo false
  /PreserveOPIComments true
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages true
  /ColorImageMinResolution 300
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 300
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages true
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /ColorImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasGrayImages false
  /CropGrayImages true
  /GrayImageMinResolution 300
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 300
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages true
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /GrayImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasMonoImages false
  /CropMonoImages true
  /MonoImageMinResolution 1200
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 1200
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.50000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile ()
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition ()
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /Description <<
    /CHS <FEFF4f7f75288fd94e9b8bbe5b9a521b5efa7684002000410064006f006200650020005000440046002065876863900275284e8e9ad88d2891cf76845370524d53705237300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c676562535f00521b5efa768400200050004400460020658768633002>
    /CHT <FEFF4f7f752890194e9b8a2d7f6e5efa7acb7684002000410064006f006200650020005000440046002065874ef69069752865bc9ad854c18cea76845370524d5370523786557406300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c4f86958b555f5df25efa7acb76840020005000440046002065874ef63002>
    /DAN <>
    /DEU <>
    /ESP <>
    /FRA <>
    /ITA <>
    /JPN <FEFF9ad854c18cea306a30d730ea30d730ec30b951fa529b7528002000410064006f0062006500200050004400460020658766f8306e4f5c6210306b4f7f75283057307e305930023053306e8a2d5b9a30674f5c62103055308c305f0020005000440046002030d530a130a430eb306f3001004100630072006f0062006100740020304a30883073002000410064006f00620065002000520065006100640065007200200035002e003000204ee5964d3067958b304f30533068304c3067304d307e305930023053306e8a2d5b9a306b306f30d530a930f330c8306e57cb30818fbc307f304c5fc59808306730593002>
    /KOR <FEFFc7740020c124c815c7440020c0acc6a9d558c5ec0020ace0d488c9c80020c2dcd5d80020c778c1c4c5d00020ac00c7a50020c801d569d55c002000410064006f0062006500200050004400460020bb38c11cb97c0020c791c131d569b2c8b2e4002e0020c774b807ac8c0020c791c131b41c00200050004400460020bb38c11cb2940020004100630072006f0062006100740020bc0f002000410064006f00620065002000520065006100640065007200200035002e00300020c774c0c1c5d0c11c0020c5f40020c2180020c788c2b5b2c8b2e4002e>
    /NLD (Gebruik deze instellingen om Adobe PDF-documenten te maken die zijn geoptimaliseerd voor prepress-afdrukken van hoge kwaliteit. De gemaakte PDF-documenten kunnen worden geopend met Acrobat en Adobe Reader 5.0 en hoger.)
    /NOR <>
    /PTB <>
    /SUO <>
    /SVE <>
    /ENU (Use these settings to create Adobe PDF documents best suited for high-quality prepress printing.  Created PDF documents can be opened with Acrobat and Adobe Reader 5.0 and later.)
  >>
  /Namespace [
    (Adobe)
    (Common)
    (1.0)
  ]
  /OtherNamespaces [
    <<
      /AsReaderSpreads false
      /CropImagesToFrames true
      /ErrorControl /WarnAndContinue
      /FlattenerIgnoreSpreadOverrides false
      /IncludeGuidesGrids false
      /IncludeNonPrinting false
      /IncludeSlug false
      /Namespace [
        (Adobe)
        (InDesign)
        (4.0)
      ]
      /OmitPlacedBitmaps false
      /OmitPlacedEPS false
      /OmitPlacedPDF false
      /SimulateOverprint /Legacy
    >>
    <<
      /AddBleedMarks false
      /AddColorBars false
      /AddCropMarks false
      /AddPageInfo false
      /AddRegMarks false
      /ConvertColors /ConvertToCMYK
      /DestinationProfileName ()
      /DestinationProfileSelector /DocumentCMYK
      /Downsample16BitImages true
      /FlattenerPreset <<
        /PresetSelector /MediumResolution
      >>
      /FormElements false
      /GenerateStructure false
      /IncludeBookmarks false
      /IncludeHyperlinks false
      /IncludeInteractive false
      /IncludeLayers false
      /IncludeProfiles false
      /MultimediaHandling /UseObjectSettings
      /Namespace [
        (Adobe)
        (CreativeSuite)
        (2.0)
      ]
      /PDFXOutputIntentProfileSelector /DocumentCMYK
      /PreserveEditing true
      /UntaggedCMYKHandling /LeaveUntagged
      /UntaggedRGBHandling /UseDocumentProfile
      /UseDocumentBleed false
    >>
  ]
>> setdistillerparams
<<
  /HWResolution [2400 2400]
  /PageSize [612.000 792.000]
>> setpagedevice


